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Coarse-grained modeling of vesicle responses to
active rotational nanoparticles

Liuyang Zhang and Xianqiao Wang*

In recent years, magnetically-driven-rotating superparamagnetic nanoparticles have been emerging as a

valuable component in designing targeted drug delivery carriers and cellular killers via membranes’

physical rupture. The lack of an in-depth understanding of how to control the interaction of rotational

nanoparticles (RNPs) with vesicles has hindered progress in the development of their relevant biomedical

applications. Here we perform dissipative particle dynamics simulations to analyze the rotation frequen-

cies, size, and coating patterns of the RNPs as they interact with the vesicle so as to provide novel designs

of drug delivery applications. Results have revealed that the RNPs are capable of triggering local disturb-

ance around the vesicle and therefore promoting the vesicle translocation toward the RNPs. By investi-

gating the translocation time and driving forces required for RNPs to enter inside the vesicle at various

rotation frequencies as well as the interaction energy between coated RNPs and the vesicle, we have

tuned the coating pattern of the ligands on the surface of RNPs to open a specified channel in the vesicle

for promoting drug delivery. Our findings can provide useful guidelines for the molecular design of

patterned RNPs for controllable bio/inorganic interfaces and help establish qualitative rules for the

organization and optimization of ligands on the surface of the desired drug delivery carriers.

Introduction

Recent years have witnessed the explosive growth of interest in
nanoparticles (NPs) with a wealth of biomedical applications
since they are widely used as carriers to translocate drug mole-
cules and useful materials into cell interiors.1 A number of
simulations suggested that the membrane translocation of aniso-
tropic NPs is often accompanied by spontaneous and con-
tinuous rotation of the NPs. Taking the spontaneous rotation
for example, the ligand coated NPs with anisotropic patterns
rotated to a preferred orientation while penetrating through
the membrane.2 Similar behavior was observed for the trans-
location of graphene sheets across the membrane.3 In the
endocytosis process of anisotropic NPs, the anisotropic NPs
generally undergo a transient rotation during the wrapping
process to minimize the free energy.4,5 Different from the
limited effect of spontaneous rotation of anisotropic NPs, the
promoting effect of continuous NP rotation is ascribed to the
enhanced membrane monolayer protrusion as well as it exerts
a shearing force to rupture the membrane.6 However, the fun-
damental mechanism of how a vesicle responds to the active
RNP remains poorly understood.

From the experimental viewpoints, the active rotation of
NPs can be controlled by the underlying dynamic magnetic
field. For example, the rotational movement of superparamag-
netic iron oxide nanoparticles induced by a dynamic magnetic
field can cause membrane permeabilization and lead to apop-
tosis.7 NPs are enclosed inside intracellular endosome vesicles,
which can be deformed to probe the intracellular membrane,
or turn into an intracellular heater when subjected to a mag-
netic field.8,9 Another promising application of RNPs is drug
delivery. RNPs are widely used as carriers to translocate drug
molecules and other useful materials into cell interiors.10–16

The targeted RNPs have been described to control the delivery
and release of anticancer drugs with advanced controllabil-
ity.17,18 RNPs in an appropriate magnetic field can give rise to
a local effect to encourage drug release, for example by way of
the hyperthermia effect.19 However the efficiency of drug
loading and unloading remains challenging for RNPs. By un-
raveling the rudimentary behavior of a single cell interacting
with a single RNP, it will offer insight into the development of
drug delivery research. In this paper, we propose a simple
magnetic field geometry to create a RNP channel on a single
vesicle with a hollow hybrid RNP-filled channel. There has
been much interest in developing synthetic analogues of bio-
logical membrane channels with high efficiency and remark-
able selectivity for transporting ions and molecules.20,21 By
using dissipative dynamics simulation, we investigate the
interaction between RNPs and a vesicle at different rotational
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frequencies as well as the effect of RNP size and coating pat-
terns. We also demonstrate a possible pathway of formation of
a RNP-based channel for drug delivery which is executed via a
diffusion process through the channel. The main advantages
of RNP channels are that they (i) can be visualized, (ii) guide
the drug through the channel by diffusion, and (iii) do not
need a trigger for drug release. Analysis of the mechanism
underlying the interaction between RNPs and a single vesicle
provides insight into the molecular dynamics of cellular fea-
tures. Our simulation results have established RNPs as a prom-
ising prototype of synthetic membrane channel with inherent
robustness geared towards biological challenges and excep-
tional biocompatibility for drug delivery.

Computational model and methodology

Simulations are based on dissipative particle dynamics (DPD),
a mesoscopic coarse-grained simulation method for soft
matter and biomembrane systems.22,23 In a typical DPD
model, a small group of atoms is treated as a single bead
located at the center of mass of the group. Beads i and j inter-
act with each other via a pairwise force consisting of a conser-
vative force FCij (representing the excluded volume effect), a
dissipative force FDij (representing viscous drag between
moving beads), and a random force FRij (representing stochastic
impulse). Both FDij and FRij act together as a thermostat for the
beads. Similar to molecular dynamics simulation, time evol-
ution is also governed by the Newton’s equation of motion.
The total force on bead i can be expressed as

Fi ¼
X
i=j

ðFC
ij þ FD

ij þ FR
ij Þ

¼
X
i=j

aijωðrijÞr̂ij � γω2ðrijÞðr̂ij � vijÞr̂ij þ σωðrijÞζijΔt�1=2 r̂ij
� �

ð1Þ
where aij is the maximum repulsive force, rij is the distance, r̂ij
is the unit vector, and vij is the relative velocity between beads i
and j; ζij denotes a random number with zero mean and unit
variance, and

ωðrijÞ ¼ 1� rij
rc
; rij , rc

0; rij > rc

(
ð2Þ

is a normalized distribution function, with rc being the cutoff
radius; γ and σ are parameters related to each other as σ2 =
2γkBT, and kBT being the unit of energy. The standard values σ
= 3.0 and γ = 4.5 are used in our study.2 The mass, length and
time scales are all normalized in the DPD simulations, with
the unit of length taken to be the cutoff radius rc, the unit of
mass to be that of the solvent beads, and the unit of energy to
be kBT. All other quantities are expressed in terms of these
basic units. The reduced DPD unit can be converted to the SI
unit by examining the membrane thickness and the lipid
diffusion coefficient. The simulated value of bilayer thickness
is 5rc and the effective time scale of the simulation can be

determined from the simulated lateral diffusion constants of
the lipid bilayer.24 The DPC bilayer thickness is about 4 nm
with a diffusion coefficient around 5 μm2 s−1.25 By comparison
with typical experimental values, it can be shown that one
DPD length unit corresponds to approximately 0.8 nm in
physical units and the time unit to τ = 24.32 ps. The force unit
is kBT/rc = 5.175 pN. The time step is taken as Δt = 0.01τ. All
simulations are performed using LAMMPS.26

The dimensions of the simulation box are 42rc × 42rc × 50rc.
The system contains a total of 271 215 particles, 241 214 water
beads, and 29 445 lipid beads with a particle density of approxi-
mately 3.27 The solvent beads are not shown for clarity in the
following figures. The simulation system is comprised of a
vesicle consisting of 2265 lipid molecules and a rigid cylindrical
RNP (556 hydrophobic beads) coated with a selected pattern of
ligand and solvent particles. The lipid molecule is represented
by the coarse-grained model proposed by Groot and Rabone22

as shown in Fig. 1, containing 1 lipid hydrophilic head bead
and 4 lipid hydrophobic tail beads. The hydrophilic bead and
hydrophobic bead are shown as green and blue, respectively.
The repulsive interaction parameters for the same types of
beads within the RNP, ligand, and membrane are aij = 25, and
those for two beads with different types are set as aij = 100.
Within a lipid molecule and ligand, an elastic harmonic force,

FS
ij ¼ ks 1� rij

rs

� �
r̂ij ð3Þ

is used to connect two consecutive beads, where ks and rs are
the spring constant and the equilibrium bond length respecti-
vely. Here we use ks = 100.0, rs = 0.7rc for lipid molecules28

and ks = 200.0, rs = 0.25rc for the ligand.2 The ligands are also
anchored to the RNP surface by a spring force ks = 200.0, rs =
0.25rc to prevent the rearrangement or detachment of coating
ligands during the simulation. The bending resistance of the
lipid and ligand chain is represented as an additional force
due to a harmonic constraint on two consecutive bonds

F θ ¼ �rVbend ¼ �r½kθðθ � θ0Þ2� ð4Þ

Fig. 1 Schematic representation of the dissipative particle dynamics
model. In the figure, unless otherwise stated, the hydrophobic bead is
shown in blue while the hydrophilic is shown in green. The length of
ligands is fixed as 5 (one hydrophobic bead and 4 hydrophilic beads).
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where kθ, θ and θ0 are the bending constant, inclination angle
and equilibrium angle, respectively. For three consecutive lipid
tail beads or three consecutive lipid head beads in a lipid
molecule, we take k1 = 6 and θ = 180°; for the last head-bead
and the top two tail-beads k2 = 3 and θ = 120°; for the bottom
two consecutive head beads and the first bead in each tail k3 =
4.5 and θ = 120°.2 For three consecutive ligand beads, we take
kθ = 5 and θ = 180°.

Results and discussion
Effect of rotational frequencies

It has been shown that bacteria cells can move forward by
rotating the long thin helical filaments counterclockwise.29,30

Artificial bacterial flagella, those consisting of helical tails
resembling natural flagella, show a linear relationship between
the frequencies of their rotation and the translational vel-
ocity.31 Different from a filament-based motor, the motor-like
RNP can tremendously affect its local biological environment,
thereby exerting undeniable influence on its penetration capa-
bility into the biological tissues. To demonstrate the effect of
RNP on the surrounding environment, we place the RNP on
the planar membrane and characterize the membrane disturb-
ance by calculating the local membrane curvature based on
the method developed by Yue et al.32 First of all, the RNP is
put 5rc away from the 40rc × 40rc membrane surface. The RNP
rotates along the vertical axis. The membrane is divided into
2rc × 2rc vertical square prism units, and lipids within each
unit determine the center of mass of the unit. The geo-
metric surface representing the membrane via least-squares
fitting is described in the form of quantic polynomial,
zðx; yÞ ¼ P

iþj�5
aijxiyj, where aij are fitted parameters. And the

curvature kx and ky at point (x, y) can be evaluated via

kx ¼ d2z
dx2

= 1þ dz
dx

� �2� �3=2
; ky ¼ d2z

dx2
= 1þ dz

dy

� �2� �3=2
ð5Þ

It can be noticed, from Fig. 2, that the membrane curvature
remains constant as the RNP rotates along the vertical axis.
This means the vertical rotational direction of the RNP barely
causes any disturbance in the membrane. However when it
changes from the vertical rotational axis to the horizontal
rotational axis of the RNP, RNP causes a large deformation of
the planar membrane and leads to a dramatic change in the
membrane curvature. In the following simulation, the rotational
axis is chosen to be the longitudinal axis of the nanoparticle for
the reason that it could enhance the vesicle membrane protru-
sion as well as exert a minimal shearing force to avoid the
rupture of vesicles.6 With respect to the controllability of the
rotational axis of the RNP, it has been demonstrated that in
the experiment the magnetic nanotube could be assembled
and positioned in a controlled manner33–35 and rotated with a
controlled angle, and speed by the magnetic field.36,37

For our simulations, initially the RNP (diameter = 4rc,
length = 10rc) is placed 5rc away from the vesicle surface and

restrained to its center-of-mass and set as the default simu-
lation model unless otherwise stated. Now the resulting NP
rotation, not attached to the vesicle but rather situated around
the vesicle, causes synchronized translation of water beads to
match the winding geometrical movement around the RNP.
Therefore the water particle can induce a locomotive force on
the vesicle along the rotational axis of the RNP to drive it
towards the RNP rather than inducing random contributions on
the vesicle with a zero net effect. The translocation path of the
vesicle is along the rotational axis of the RNP. Once the RNP
starts to come in contact with the vesicle, the vesicle quickly
internalizes the RNP due to the identical hydrophobicity of the
RNP and the vesicle inner layer. Here the driving force acting on
the vesicle comes from the local swirling flow towards to the
RNP induced by the pressure difference along the axis of the
RNP. The flow induced by the viscous drag of the RNP is the key
reason that the vesicle is capable to approach the RNP.38

Intuitively, the rotational frequency of RNP is critical for
creating the locomotive force. It has been demonstrated that
the water flux generated by a rotating carbon nanotube has
approximately logarithmic dependence on the angular velocity
of rotation.39 By fixing the RNP and vesicle size, an active
rotation is applied to an uncoated RNP at different rotational
frequencies, creating the locomotive force to drive the vesicle
slowly approaching the hydrophobic RNP. The translocation
path of the vesicle is perpendicular to the vertical rotation axis
of NP. As shown in Fig. 3, the vertical axis indicates the trans-
location time needed from the initial state to the state where
the RNP is internalized in the vesicle. As the NP is encapsu-
lated into the vesicle, the encapsulation degree (ED) is defined
by taking the ratio of the surface area covered by lipids to the
whole NP surface area. When the encapsulation degree
reaches the critical value 95% as shown in Fig. 3 and keeps
increasing or is constant after the critical time step, we con-
sider that the NP is totally internalized by the vesicle. It is
clearly shown that the translocation time is proportional to the

Fig. 2 Evolution of the maximal curvature of the planar membrane
under the rotating nanoparticle vs. the simulating time.
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rotational frequencies, with high rotational frequencies short-
ening the translocation time. By data fitting, the translocation
time is demonstrated to be logarithmic dependent on the
rotational frequencies with the estimated relationship
−558.9 ln(x) + 2.366. At high rotational frequencies, the incre-
ment of translocation time is much smaller than that at low
rotational frequencies. At low rotational frequencies, the dis-
turbance by RNP is neutralized by the dynamics of the water
particles. However, without RNP, the vesicle barely changes its
position. For the fundamental estimation of the driving force,
the rotational torque generated by the RNP can be calculated
from the rotational speed of the RNP. The RNP is simplified as
a rotating cylinder. Under this condition, the rotational torque

(T ) is obtained by the equations γ ¼
1
3
πηL3

ln
L
2r

� �
� 0:66

, where γ is

the rotational drag coefficient, ω is the rotational speed, η is
the viscosity of the environmental solution, L is the length of
the cylinder, and r is the radius of the cylinder.40 Here we take
η = 0.001 Pa s (pure water), L = 10rc and r = 2.0rc. As a result,
the rotational torque is calculated to be in the range of 0.54
nN m to 0.0056 nN m. It is shown that the rotational torque of
the RNP could be controlled on the order of ∼10−1 to ∼10−3

nN m. The driving force of the RNP can be controlled by
varying the rotational frequencies (for details please see the
following section). Here we propose a novel method to acceler-
ate the vesicle endocytosis of NP by rotation via a controllable
external magnetic field. Experimentally, the RNP channel can
be embedded into the lipid membrane acting like a biological
ionic channel20 which will provide useful guidelines in design-
ing RNP based nanodevices.

Effect of nanoparticle shape

The cellular internalization for NPs is dependent on their pro-
perties like size, shape anisotropy, hydrophobicity, surface
charge, and ligand arrangement.41,42 For example, nanotubes
with small radii tends to pierce directly through the cell

membrane while larger ones tend to enter the cell via wrapping
mechanisms.43 The optimal NP size for endocytosis is on the
order of 25–50 nm while exceedingly large or small NPs would
yield an inefficient uptake.44,45 The shape and size of nano-
particles have a tremendous impact on the translocation time
of NPs into the vesicle. Here, in order to investigate the effect
of nanoparticle shape on its internalization process into a
vesicle, the rotational frequency of the RNP is fixed at 1/(6τ).
By fixing the contact area with a constant diameter 4.0rc
between the RNP and the vesicle membrane, we elongate the
RNP to demonstrate the effect of the shape of RNP on its inter-
action with the vesicle. As shown in Fig. 4, when the geometric
ratio is equal to 1, the diameters of the spherical RNP being
equal to the bilayer thickness of vesicles, the RNP takes the
least time to be endocytosed by the vesicle. The spherical RNP
finally is stuck into the middle of the bilayer of the vesicle.
Interestingly, the translocation time increases quickly when
the length of the RNP is raised from 1.5 to 2.1 times its dia-
meter. This can be explained by the size effect observed in the
experiment that the large sized NP takes longer time to enter
inside the bilayer.44 When the aspect ratio increases to the
value close to 3, RNP cannot be wrapped due to the continu-
ous rotation of NP since there exists an energy barrier in the
hydrophobic middle of the bilayer for the hydrophobic RNP2.
This barrier creates a strong interaction between hydrophobic
RNP and the hydrophobic portion of the bilayer, therefore pro-
hibiting the further penetration of the RNP into the vesicle.
Energetically, as shown in Fig. 7, for all sizes of RNP, the free
energy based on the method presented by Yue et al.46

decreases as hydrophobic RNP enters into the vesicles, indicat-
ing that RNP has a favorable position inside the bilayer mem-
brane. For the large length/diameter ratio of RNP, it is easier
to be trapped inside the vesicle membrane and difficult to get
out. The dependence of translocation on the RNP size is in
agreement with the NP internalized by vesicles in another
researcher’s work.47 From the analysis of the geometric ratio of

Fig. 3 Contact time of RNPs and vesicle versus the rotation frequencies
of the RNP.

Fig. 4 Time evolution of the interaction between RNPs and vesicle
versus RNP shape.
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the RNP, we have demonstrated that the length of the RNP plays
an important role in the translocation time for the RNP entering
inside the vesicle and provides a useful guideline to optimize
the design of RNP size for its application in nanodevices.

The simulation results from Fig. 3 and 4 have suggested
that the driving force F on the vesicle may primarily depend on
the following parameters: the cylindrical nanoparticle height
H and diameter D (or the aspect ratio H/D), intrinsic solution
properties like water viscosity ν, and the angular velocity ω of
the rotating nanoparticle. Since all of the simulations are per-
formed in water and the temperature is kept unchanged, the
viscosity of water is considered as a constant. Then the inde-
pendent parameters left are the aspect ratio of the nano-
particle and its rotational angular velocity. To study the effects
of these parameters on the driving force of the vesicle, in what
follows we present the way in which the driving force on the
vesicle is estimated. From the simulation snapshots of the
penetration process of the nanoparticle into the vesicle as
shown in Fig. 3, we noticed that the vesicle under the driving
force moves straightly along the vertical axis of the nano-
particle. Therefore we can assume that the motion of the
vesicle is simplified to a rectilinear motion with a uniform
acceleration. For a rectilinear motion with uniform accelera-
tion, the relationship among displacement from the initial
position (S), initial velocity (V0), time (t ), acceleration (a) can

be expressed as S ¼ 1
2
at2 þ V0t. The displacement of the

vesicle in our model can be simplified as S ¼ 1
2
at2 since the

initial velocity of the vesicle is zero. By tracking the displace-
ment of the vesicle, we can estimate the acceleration of the
vesicle and further estimate the driving force through F = mvesi-

clea. To begin with the effect of the angular velocity of the
vesicle ω, we can have the acceleration a of the vesicle under
RNP with different rotational frequencies as shown in Fig. 5. It
can be implied that the driving force on the vesicle is linearly
proportional to the angular velocities where F = kω, k is the

slope of the fitting curve with a value of 0.03605. Similarly, we
can also obtain the relationship between the driving force F on
the vesicle and the nanoparticle’s aspect ratio H/D as shown in
Fig. 6. By curve fitting, we can imply that the driving force has
a quadratic relationship with the nanoparticle’s aspect ratio

H/D where F ¼ k1
H
D

� �2
þ k2

H
D

� �
þ k3 with k1 = 0.08592, k1 =

−0.2118, and k3 = 0.2119.
It is interesting to further propose a scaling law from the

dimensional analysis to link the driving force with the para-
meters such as the rotational angular velocity and the nano-
particle’s aspect ratio. The dimensional analysis is used to
identify a complete set of independent quantities that deter-
mine the driving force F on the vesicle. Here we assume that
the primary factors are the viscosity of water ν, the height of
the cylindrical nanoparticle H, the diameter of the cylindrical
nanoparticle D, and the rotational angular velocity of the RNP ω.
In the type of system of units, the dimensions of the

Fig. 5 Relationship between the driving force on the vesicle and
rotational frequencies of RNP.

Fig. 6 Relationship between the driving force on the vesicle and the
nanoparticle’s aspect ratio H/D.

Fig. 7 Free energy change for different sizes of RNP as a function of
NP position.
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quantities are: [F] = F, [ω] = T −1, [ν] = FL−2T, [D] = L, [H] = L. We
choose F and D as dependent variables and non-dimensionalize

the remaining independent variable as Π1 ¼ F
ωνD2, Π2 ¼ H

D
.

Using Buckingham’s π-theorem, we have the following
relationship that expresses the driving force in terms of a com-

plete set of variables
F

ωνD2 ¼ 1
H
D

� �
. From the simulation

data as shown in Fig. 5 and 6, we can have the relationship
between Π1 and Π2 and the driving force acting on the vesicle
can be theoretically estimated as

F ¼ ωνD2 k1
H
D

� �2

þ k2
H
D

� �
þ k3

� �
¼ ωνðk1H2 þ k2DH þ k3D2Þ

ð6Þ
with k1 = 0.01026, k1 = −0.02528, and k3 = 0.0253. It implies
that the driving force is linear with the rotational angular vel-
ocity of the RNP as verified in Fig. 5 and is a parabolic function
with the nanoparticle’s aspect ratio as evidenced in Fig. 6.

Effect of coated patterns

Due to the extremely small size, high surface energy, and high
surface area of the RNP, the interaction between cells and
RNPs can be heavily influenced by intelligent surface structure
designs.48–50 Tissue and cell-specific drug targeting by RNPs
can be achieved by employing specific coatings of the RNPs or
carrier–drug conjugates which contain a ligand recognized by
a receptor on the target cell.51,52 RNPs modified with synthetic
ligands can bind to both Gram-positive and Gram-negative
bacteria to clear them and their related endotoxins from the
bloodstream.53 It turns out that the surface modification is a
very important controller of the interaction between RNPs and

cells. Based on the arrangement of the ligands on the RNP’s
surface, here we test four coating patterns as shown in Fig. 8:
left-half coated, upward-half coated, downward-half coated,
and fully coated. By rotating the NPs, the attached ligand will
also follow its rotation. As expected, the pure hydrophobic
RNP can pierce through the vesicle membrane easily while the
portion of the RNP coated with a hydrophilic ligand cannot
get through the vesicle membrane when the driving force is
insufficient to overcome the repulsive force due to hydrophobi-
city of the middle layer of the membrane. For the pure RNP,
when the rotation creates the upward driving force for the
vesicle, the vesicle moves toward the RNP and the RNP starts
to pierce into the vesicle and is locked inside the middle of the
vesicle membrane as we discussed in the previous section.
However, the driving force cannot overcome the size-depen-
dent penetration force (∼60kBT/rc 54) for the RNP passing
through the vesicle membrane. For the downward-half coated
and full coated, the hydrophilic ligand prohibits further move-
ment of the vesicle due to the hydrophilic interaction between
the ligand and the hydrophilic vesicle surface as well as the
interaction between the ligand and the solvent. For the
upward-half coated, obviously, the uncoated portion of the
RNP can penetrate the vesicle membrane, but further move-
ment is inhibited by the coated hydrophilic ligand. Through
the surface coating study, we can demonstrate that vesicle
movement and cellular uptake capability triggered by the RNP
can be controlled by sophisticated surface design of the RNP.50

Fig. 9 quantitatively dictates the interaction energy profile
between the uncoated or patterned RNP with the vesicle as the
simulation time increases. For (a) uncoated RNP and (c)
upward coating, the pressure field round the vesicle created by
the NP rotation is lower than that created by the hybrid RNP
rotation for patterns (b) and (d). For (a) and (c), the interaction

Fig. 8 Dynamic process of RNPs interacting with a vesicle for five types of coating patterns. (a) No coating (b) downward-half, (c) upward-half, (d)
left-half, (e) full.
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between the uncoated RNP and the vesicle experiences a tran-
sitional stage in agreement with the slowly moving vesicle,
however, it remains constant after the RNP is locked in the
middle layer of the membrane. With a strong driving force
created by the ensemble rotation of NP and ligands, for coat-
ings (b) and (d) the vesicle takes less time to approach the RNP
than those for coatings (a) and (c). However, the hybrid RNP is
incapable of penetrating into the vesicle membrane after
reaching the closest tip of the RNP for coatings (b), (d) and (e).
From the analysis of the energy profile, it offers a better under-
standing that the coating ligand plays a tunable role in creat-
ing an energy barrier further regulating the movement path of
vesicles.

Drug delivery channel

NPs are known to have high drug-loading capacity, high water
solubility, and an appropriate size for long circulation in the
blood.55–57 The drug unloading process is typically limited to
stimuli such as pH,58,59 temperature,60 light61 etc. However the
efficiency of drug loading and unloading remains challenging
for drug delivery devices. From the fundamental behavior of a
single vesicle interacting with a single RNP, here we would like
to demonstrate a novel drug delivery process by integrating a
nanochannel into a vesicle through the NP-rotating mechan-
ism. In this model, all representative drug molecules are
assigned to be a single bead, and are uniformly distributed
and ideally mixed in the solvent by allowing the solution to
run for 2000τ under NVE conditions. The interaction between
drug beads and water beads is defined to be adrug–water = 25
(close to awater−water = 25) to avoid forming drug clustering or
precipitation before transporting into the vesicle. The inter-
action between drug beads and lipid beads is defined to be
adrug−hydrophobic beads = 100, adrug−hydrophilic beads = 25. In order
to investigate the effect of the drug concentration outside the
vesicle, it has been varied with a set of 10%, 20%, 40%, 60%,
and 80% for each trial. The RNP with 12rc (three times the
membrane thickness 4rc) is coated over one third of its surface

area by hydrophilic ligands on the upward tip, similar to the
pattern in Fig. 8(c). The downward tip is designed as a spheri-
cal cap which introduces minimum disruption on the vesicle
membrane during the rotation62 with a lipid-size pore. The
size of lipid-size pore is chosen as the maximal value wherein
none of the membrane lipids can pass into the RNP. The
rotational frequency of the RNP is set at 1/(6τ). Fig. 10 depicts
the dynamic evolution of the drug delivery process. The water
beads are not shown for clarity. Following the rotation of the
NP, the vesicle closely approaches the RNP and the hydro-
phobic RNP is immersed inside the membrane until the part
of RNP with the ligand coating prohibits further penetration.
After stabilization, the constraint for the RNP is released and
the rotation is stopped as well to minimize perturbation on
the membrane. Then, through a self-diffusion process, the
drug beads slowly enter inside the RNP core and penetrate the
interior of the vesicle. The diffusion process from outside of
the vesicle with a high concentration of drug beads to the
interior regions with a low concentration of drug beads takes
long time to reach an equilibrium state where the concen-
trations inside and outside are similar. The number of drug
beads passing through the RNP channel entering inside the
vesicle is shown in Fig. 11. Following the penetration of the
RNP into the vesicle to form the stable channel at 1000τ, the
drug outside the vesicle initiates the slow diffusion across the
RNP channel to get inside the vesicle. Due to the different con-
centrations of drug beads outside of the vesicle, the drug con-
centration inside the vesicle monotonically increases until the
balanced state reaches. The diffusive rate is linearly pro-
portional to the number of drug beads inside the vesicle and

can be described by r ¼ @N
@t

in the single direction along the

RNP channel, where N is the number of drug beads appearing
inside the vesicle, and t is the time needed for diffusion. The
diffusive rate of drug differs as 0.25 bead/τ, 0.19 bead/τ, 0.12
bead/τ, 0.06 bead/τ, and 0.03 bead/τ by calculating the slope of
the curve shown in Fig. 11 for drug concentrations of 80%,
60%, 40%, 20%, and 10% respectively. The corresponding con-
centration of the drug inside the vesicle is 73.5%, 55.1%,
36.8%, 18.4%, and 9.1% in the final equilibrium state. Even-
tually the drug concentration inside and outside the vesicle is
close to each other. Based on the analysis of the drug delivery
process promoted by RNP, we illustrate that the hybrid RNP
with a hollow core can efficiently improve the drug delivery
and greatly increase its biomedical applications.

Concluding remarks

In summary, we have performed dissipative particle dynamics
simulation to investigate how the RNP affects its local environ-
ment and triggers the movement of an adjacent vesicle toward
it by controlling its shape, surface chemistry and rotational fre-
quency. The translocation time needed for the RNP to enter
the vesicle decreases with decreasing rotational frequencies
while it increases with increasing aspect ratio. Our simulation
results also suggest that RNPs with patterned surfaces can

Fig. 9 Energy evolution between RNP and a vesicle. (a–e) represent
each coating pattern shown in Fig. 8, respectively.
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help open channels in the vesicle membrane, and provide a
novel design to enhance the drug delivery efficiency via the
diffusion process for drug delivery systems while maintaining

the integrity of the vesicle structure. Meanwhile, there is still a
plenty of room for further exploration on modifying the pro-
perties of RNPs to tune their drug selectivity. For example, cell
swelling generally occurs because of the osmotic pressure
created either by an ionic imbalance, or by a lack of nutrients.
Under either circumstances, the cell expands to cope with the
imbalance of the chemicals it needs through various channels
for maintaining its metabolism. We hope our fundamental
simulation findings can stimulate the research for designing
novel synthetic channels by using hybrid RNPs for biomedical
purposes.
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